
JULY
METRO LIMITS

3.00

2.502.50 :

2.00 2.00

1.50 1.50 i

1 00 1.00

LIMITS0.50 0.50 LIMITS

0.00 0.00
RESULTS RESULTS

CHROME CHROMECOPPER COPPERNICKEL NICKEL
ZINC

ALASKAN COPPER WORKS
3200 FACILITY

JULY 8, 1999
COMPOSITE M79543

ALASKAN COPPER WORKS
3200 FACILITY

JULY I, 1999
COMPOSITE M62227

;

!

L .

r VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME COPPER NICKEL ZINC CHROME COPPER NICKEL ZINC
RESULTS 0.24
LIMITS 2.75

RESULTS 0.46
LIMITS 2.75

0.44 0.49 0.06 0.13 0.17 0.05
3.00 2.50 2.61 3.00 2.50 2.61

>
O
oo
o-tv-tvw ' '



JULY
METRO LIMITS

3.00 3.00

2.50 2.50

2.00 2.00

1.50 1.50 i

1.00 1.00

0.50 LIMITS 0.50 LIMITS

770.00 0.00 fRESULTS RESULTS
CHROME CHROMECOPPER COPPERNICKEL NICKELZINC ZINC

ALASKAN COPPER WORKS
3200 FACILITY
JULY 22, 1999

COMPOSITE M62302

ALASKAN COPPER WORKS
3200 FACILITY
JULY 15, 1999

COMPOSITE M62252

!

VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME COPPER NICKEL ZINC CHROME COPPER NICKEL ZINC
RESULTS 0.32
LIMITS 2.75

0.16 RESULTS 0.35
LIMITS 2.75

0.23 0.05 0.50 0.58 0.06
3.00 2.50 2.61 3.00 2.50 2.61

>
O
oo
o-tv-tv-tv



JULY
METRO LIMITS

2.00
;

1.50

1.00

0.50 LIMITS

0.00
RESULTS

CHROME
NICKEL

ALASKAN COPPER WORKS
3200 FACILITY
JULY 29, 1999

COMPOSITE M62339
i

JL.

VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME COPPER NICKEL ZINC
RESULTS 0.25
LIMITS 2.75

0.23 0.21 0.05
2.613.00 2.50

>
O
oo
o-tv-tvcn ' ''


